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c. Fracture edge, one field up at higher magnification.
Etched

B. Fracture edge, one field up. Etched

Figure 22- OD on top
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c.. Fracture edge near HAZ at higher magnification.
Etched

Figure 23- OD on top

6670 Beta Dr., Mayfield Village, OH 44143, Tel: (440) 604-9843, Fax: (440) 604-9800, e-mail: jblough@firstenergycorp.com

mailto:jblough@firstenergycorp.com

